 Standart: FLAME RETARDANT TEST*

Company: ' INTEGRA FABRICS
Design: TANGIERS-118" DECORATIVE
‘ SHEER
b e k -i o i Mass after the test Mass Loss
1 Sample  Mass before the test (g) {g) i)
L 1 220 198 10,00
2 2,34 2,11 9,83
3 1,95 1,80 7,69
L 4 99 1,69 1 1508
‘ 5 f ‘ .92 1,78 729
5 1.92 B 1,88 208 |
1 183 , 1,76 8,81
8 191 1,70 10,99
8 191 v 1,70 10,99
10 1,92 1,87 2,60
. _ 2,00 ‘ 1,83 | 860

Results
iyFragments or residues of specimens that fall to the floor did not continu to burn for more than 2 seconds
ityAvarage weight did not loss exceed 40 %.

PASSED
*This test has been applied regarding NFPA 701 Test Method 1 test standarts

*Above mentioned results are for your information. We advise you to make the test in an acredited
laboratory.
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