
DIVERSIFIED 
TESTING LABORATORIES, INC. 

VVDRLDVVJDE SERVICE 

336 WEST FRONT STREET 
P.O. BOX 4004 
BURLINGTON, NORTH CAROLINA 27215 
PHONE (336) 227-7710 • FAX (336) 227-1175 
www.diversifiedtestinglabs.com 

September 15, 2014 

Reference: Laboratory Test Report 
Lab Identification No. 11798 
Invoice No. 42532 (Attached) 

If there are 
please let us 

Sincerely, 

Bobby E. Puett 

BEP/mr 
Attachment 

One (1) fabric sample, identified as FLICK was received and tested in accordance 
with the UPHOLSTERED FURNITURE ACTION COUNCIL Fabric Classification Test 
Method--1990. The results are as follows: 
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